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AsstracT

In this paper, we report the investigation of nickel ultrafinebparticles (UFP) with surface
" oxide through the measurement of macro-magnetic properties. Besides the strong effective ani-
stropy on the surface or/and the interface, we find that the nickel UFP shows extra magnetiz-
ation, which is contributed by the surface or/and the interface.
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